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(Field of Testing) (Parameter) (Test Method)

a1 Ulnsideu
(Petroleum field)
1. auiiu - Carbon - ASTM D5373-16

(Coal 54.90 % by weight to 84.70 % by weight | (Method A)

- Hydrogen
3.25 % by weight to 5.10 % by weight
- Nitrogen
0.57 % by weight to 1.80 % by weight

2. ¥

(Biomass)

nsvaudny - Carbon - WI-CHN-03 base on

(Leucaena)

ASTM D5373-16
(Method A)

()

42.90 % by weight to 50.10 % by weight

- Hydrogen

6.05 % by weight to 6.35 % by weight
- Nitrogen

0.47 % by weight to 1.67 % by weight
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